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HUMBLE CREW, INC.
155 NORTH DEAN STREET,SUITE 3C,Englewood,NJ 07631,United States

Sample Description : PAINT/White(HY) Paint

Item No. : PAINT/White(HY)

As above test item and its relevant information regarding to the submission are provided and confirmed by the 
applicant. SGS is not liable to either the test item or its relevant information, in terms of the accuracy, suitability, 
reliability or/and integrity accordingly.

************
Sample Receiving Date : Jul 04, 2024

Test Performing Date : Jul 04, 2024 to Jul 12, 2024

Test Performed : Selected test(s) as requested by applicant

Test Result(s) : For further details, please refer to the following page(s)

Test Requirement Conclusion
1 Part 1303, Title 16, Code of Federal Regulations, Chapter II - Consumer Products 

Safety Commission of U.S.A.-Lead in paint/similar surface coating material Pass

2 CPSIA section 101(f) - Lead in paint/similar surface coating material Pass

3 ASTM F963-23, Clause 4.3.5.1 – Soluble Heavy Metal in Paint and Similar Surface-
coating Materials Pass

4 ASTM F963-23, Clause 4.3.5.1 – Total Lead in Paint and Similar Surface-coating 
Materials Pass

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd.  Xiamen Branch

—————————————
Sandy Dai
Authorized Signatory
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SGS Reference No.：XMN24-0013039. 

Test Result(s): 

Test Part Description：
SN ID Sample No. SGS Sample ID Description
SN1 A1 XMN24-0013039-0001.C001 White coating

Remarks:
(1) 1 mg/kg = 1 ppm = 0.0001%
(2) MDL = Method Detection Limit
(3) ND = Not Detected (< MDL)
(4) “-” = Not Regulated

Part 1303, Title 16, Code of Federal Regulations, Chapter II - Consumer Products Safety Commission of 
U.S.A.-Lead in paint/similar surface coating material

Test Method: With reference to CPSC-CH-E1003-09.1, analysis was performed by AAS/ICP-OES.

Test Item(s) Limit Unit(s) MDL A1
Lead(Pb) 0.009 % 0.0020 ND
Conclusion Pass

CPSIA section 101(f) - Lead in paint/similar surface coating material

Test Method: With reference to CPSC-CH-E1003-09.1, analysis was performed by AAS/ICP-OES.

Test Item(s) Limit Unit(s) MDL A1
Lead (Pb) 90 mg/kg 20 ND
Conclusion Pass
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ASTM F963-23, Clause 4.3.5.1 – Soluble Heavy Metal in Paint and Similar Surface-coating Materials

Test Method: With reference to ASTM F 963-23 (Clause 8.3), analysis was performed by ICP-OES.

Test Item(s) Limit Unit(s) MDL A1
Soluble Mercury(Hg) 60 mg/kg 5 ND
Soluble Chromium(Cr) 60 mg/kg 5 ND
Soluble Cadmium(Cd) 75 mg/kg 5 ND
Soluble Barium(Ba) 1000 mg/kg 10 ND
Soluble Arsenic(As) 25 mg/kg 2.5 ND
Soluble Lead(Pb) 90 mg/kg 5 ND
Soluble Antimony(Sb) 60 mg/kg 5 ND
Soluble Selenium(Se) 500 mg/kg 10 ND
Conclusion Pass

Notes:
(1) Results shown are of the adjusted analytical results.

ASTM F963-23, Clause 4.3.5.1 – Total Lead in Paint and Similar Surface-coating Materials

Test Method: With reference to CPSC-CH-E1003-09.1, analysis was performed by ICP-OES.

Test Item(s) Limit Unit(s) MDL A1
Lead(Pb) 90 mg/kg 20 ND
Conclusion Pass

Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple 
Acceptance Rule (w=0) stated in ILAC-G8:09/2019.



Test Report No.: XMHL2407004667FT Date: Jul 12, 2024 Page 4 of  4

Sample Photo:

XMN24-0013039-0001.C001

*** End of Report ***
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