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Applicant: Ganzhou Jiamu Commerce and Trade Co., Ltd.

Add Room 10-4, Office Building No. 10, Jinpeng Athens Garden, Changzheng Avenue,
ress:
Zhanggong District, Ganzhou City, Jiangxi Province.

The following merchandise were submitted and identified by the clients as:

Sample Name: sofa

Model No.: 4377497822 8777626691 2787525400

Supplier: Foshan Shunde District yisai Furniture Co.,Ltd
Country of Origin: Nankang District, Ganzhou City, Jiangxi Province.
Manufacturer: Ganzhou Jiamu Commerce and Trade Co., Ltd.

Manufacturer address: Room 10-4, Office Building No. 10, Jinpeng Athens Garden, Changzheng Avenue,
Zhanggong District, Ganzhou City, Jiangxi Province.

The following information were confirmed by the laboratory:

Sample Receiving Date:  January 14, 2025

Testing Period: From January 14, 2025 to January 20, 2025
Test Results: Please refer to next pages

Summary of test results

Test Requested Conclusion
Flammability - TECHNICAL BULLETIN 16 CFR 1640(TB)117-2013
1 Requirements, Test Procedure and Apparatus for Testing theSmolder Resistance of PASS

Materials Used in Upholstered Furniture

5 Total Lead Content in Substrate - United States Consumer Product Safety PASS

Improvement Act (CPSIA) Section 101(a)(2)

Remark: Tested part(s) was/were specified by client.

Manager
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Test results:

Tested part(s) description:

Test Item(s) Description Location
1001 Pink sponge -
1002 Pink sponge -

1. Flammability - TECHNICAL BULLETIN 16 CFR 1640(TB)117-2013 Requirements.Test Procedure
and Apparatus for Testing the Smolder Resistance of Materials Used in Upholstered Furniture S

Test Method:  With reference to TECHNICAL BULLETIN 16 CFR 1640(TB)117-2013, Section 3.

Continued smothering Vertical charred
Test Item(s) after 45 minutes of Open flaming length on vertical Conclusion
continuous testing samples
1# No smoldering Not occurred 12 mm
1002 2# No smoldering Not occurred 9 mm PASS
3# No smoldering Not occurred 10 mm
Note: A material is considered to pass or fail base on the following criteria:

6. A single mock-up test specimen fails to meet the requirement of this procedure if any of the
following criteria occurs:

a) The mock-up specimen continues to smolder after the 45 minutes test duration.

b) A char develops more than 1.8 inches (38mm) in any direction from the cigarette on the cover
fabric measured from its nearest point.

c) The mock-up test specimen transitions to open flaming.

7. The cover fabric passes the test if three initial mock-up specimens pass the test, i.e., the
cigarettes burn their full length and the mock-up are no longer smoldering.

8. If more than one initial specimen fails, the cover fabric fails the test.

9. If any one of three initial specimen fails, repeats the test on additional three specimens.

10. If all three additional specimens pass the test, the cover fabric passes the test. If any one of the
additional three specimens fails, the cover fabric fails the test.

Remark: As per client's request, only the appointed points and items have been tested.
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2. Total Lead Content in Substrate - United States Consumer Product Safety Improvement Act
CPSIA) Section 101(a)(2

Test Method: CPSC-CH-E1002-08.3, Analyzed by Inductively Coupled Plasma Optical Emission
Spectrometry or Atomic Absorption Spectrometry.

Limit 100 mg/kg
Test Item(s) Result (mg/kg) Conclusion
1001 N.D. PASS
Note: N.D.= Not Detected(<MDL)

mg/kg = milligram per kilogram = ppm = part per million
MDL= Detection Limit (mg/kg): 10

This report is to supersede NBTS report No. NB2025010733 dated on January 20, 2024.

Reason for modification:

Split test items 1002&1003 in test report NB20250710074 date on July 21, 2025.

Disclaimer Measurement Uncertainty:

Unless otherwise agreed upon, Pass or Fail verdicts are given based on the measured values without any
considerations of measurement uncertainties. Please note, every test method has a measurement uncertainty
which has been evaluated by the laboratory according to ISO/IEC 17025 requirements. By taking measurement
uncertainties into account it might happen that measured values can neither by assessed as PASS nor as FAIL.
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Test Samples(test sample)
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NB2025010733

NBTS authenticate the photograph on original report only
*** End of Report ***
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